
 
 
 
 
	  
	  

	  
	  

SUMMARY	  of	  LABORATORY	  TESTING	  
TOP-‐SEAL	  WHITE	  

	   Laboratorio	  de	  Suelos	  Y	  Concretos	  
	  	  	  Medellín,	  Colombia	  

	  
	  
	  

	  

	  

TEST	  DESCRIPTION:	  	  CBR	  
	  

RESULT:	  	  700	  percent	  improvement	  	  
in	  soil	  strength.	  

	  

Improving the Roads of the World 

DATA: 
% OF 

ADDITIVE 
(TSW) 

0 0.1 0.3 0.5 0.7 

%CBR 3.8 15.8 17.5 22.3 27.9 
 

GRAPH: 

 

TEST	  DATE:	  	  2019	  
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